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About us:

Tondgooyan Fiber The best Polyester fiber producer in Iran and the Middle East,Tondgooyan Fiber
Industrial Group started its activity in 2009 with the launch of PET bottle recycling line and using full
automatic lines.

According to vision of the Tondgooyan fiber industrial group, with the goal of creating value added
on the recycled products, this group with the most modern equipment of the world and experienced
experts in this field, produced synthetic polyester fiber from 2012.

Currently, Tondgooyan Fiber are recognized as one of the most reputed polyester producers in Iran
and the Middle East and are always seeking innovation in maintaining quality of their products.
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GLOBAL CUSTOMER BASED WORLD LATEST
QUALITY PRODUCTION TECHNOLOGY
Products:

HOLLOW POLYESTER

According to charactristic of hollow fibers, these fibers are most used in the filling industry

and sleeping goods.
Hollow fibers are produced in denier of 1.2 to 15 of silicon and non-silicon type.

TEST ITEM UNIT |TEST RESULT
fineness denier 7 15
fineness divition % +10 +10
length divition % +8 +8
number of crimp no/25mm | 8%3.5 | 8%3.5
crimp ratio % 15%3.5 15%3.5
hollow ratio % >20 220
bulkness v1 Cm3/gr >130 | 2130
bulkness v2 Cm3/gr 244 244
compression elastic recovery % >75 >75
multiple length fiber mg/100gr | <100 | <100
defect mg/100gr | <120 | <120
muisture % <0.8 <0.8

SOLID POLYESTER

Unlike hollow fibers, solid fibers are most used in
the carpet industry.

TEST ITEM UNIT TEST RESULT
fineness denier 1.4 6 11
fineness divition % 6 114 +14
tenacity cN/dtex >5.4 >5.4 >5.4
elongation % 25%5 25%5 2515
length divition % £3 +10 +10
number of crimp no/25mm 8+3.5 8+3.5 8+3.5
oiliness ration % 0.1840.05/0.18+0.05|0.18+0.05
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CONTACT US
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No 116, Kaj St
Salafchegan industrial zone, Qom, Iran

0098 25 33670016
0098 25 33670019

Tondgooyanfiber.com
tondgooyanfiber@gmail.com
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